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FOREWORD 

Needle-punched felts have shown some promise in the area of 
ballistic res i stance f or 13 years. Although information has been 
available t o the military and to the scientific community on some 
aspec t s of the ballistic resistance of needle- punched fe lts, there has 
been a need for a summary report, a void which this review attempts to 

fill. While the temptation is t o emphasize only that information which 
can be explained and discussed definitively, this report takes a dif
ferent approach, itemizing each of the factors influencing the properties 

of needle-punched fe lts and discuss ing not only our knowledge of these 

var ious factors but a l so areas requiring additional work . To accompl ish 

this purpose better, the report is divided into sections concerned with 
a ll known fiber and fabrication parameters. Each of these parameters 
i s then discussed individually and, when necessary , together with other 

closely i nteracting parameters . 

It is hoped t hat this review will serve as an effective guide 
for future work in this area . The study was performed under Project 
Number 1T062105A329- 02, Organic Materials Research fo r Army Mater i e l. 
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ABSTRACT 

As part of the conti~uing effort to improve ballistic materials for 
personnel armor, the fiber and fabrication parameters, dynamics of felt 
impact, and predictive equations attempting to connec t ballistic resist 
ance to known measurable parameters were reviewed for needle- punched 
felts . The ballistic resistance of needle- punched felts at low areal 
densities has been found to be superior to that of any other known mate
rial. On the other hand, at increased areal densities and against higher 
velocity missiles, other materials become competitive . 

The extent to which needle- punched felts maintain their superiority 
to other materials at moderate areal densities is dependent upon certain 
fiber and fabrication properties . The highest tenacity polyamide fibers 
are currently the best available material. In fabrication, a relatively 
low degree of needling furnishes the best ballistic properties. In gen
eral, the thicker the felt that can be tolerated (at the same weight and 
areal density) , the better the ballistic resistance. In addition, - it is 
apparent that the level of ballistic protection varies depending upon the 
method of attaining the desired thickness . 

The need is shown for additional work to determine the effect of 
fiber properties such as fiber denier, molecular weight, molecular weight 
distribution, and elongation upon the ballistic properties of the result
ing felts. This work, in turn, will depend upon the availability of 
model fibers in which these parameters can be studied independently . 

vi 



A REVIEW OF THE DEVELOPMENT OF BALLISTIC NEEDLE-PUNCHED FELTS 

1 . Introduction 

As a result of the proved effectiveness of body armor in reducing 

combat troop casualties , the U. s. Army has supported r esearch and devel

opment programs to improve ballistic resistant materi a l s for pers onnel 

a rmor. The current Army standard fragmentation ves t i s an a ll- t extile 

assemblage , of which the basic ballistic protective component is a twelve

layer, basket-weave, 14 oz /sq yd nylon duck weighing approxima t e ly 8- 1/2 

pounds per med ium s ized vest. The weight of this item clearly needs to be 

reduced without sacrificing protec tion. 

As ea r ly a s 1956, non-woven need l e-punched felts offered s i gnifi cant 

ba ll i st ic protection as we ll as promise of s i gnif icant weight savings over 

woven fabrics. The 1irst milita ry specification prepar ed i n 1967 was for 

a felt which sacrificed about 20 percent in ballistic protection but was 

one-third the weight of the standard fabric assembly. 

High areal density felts l os e their advantage ove r s tandard fabric . 

Thus, at 18 oz/sq ft, which is the areal density of the standa rd fabric 

assembly , the ballistic prot ection of felt and fabric is. essentially the 

same. At low areal densities, a ttai ned by using multiple layers of low 

density felt, it is poss ib l e to prepare felts at half the weight of the 

standard woven fabric vest while retaining 92 percent of its ballistic 

protect ion. 

The mechanisms through which needle- punched fe lts defeat or react to 

a given missile are largely unknm.;rn . It is clear, however, that the 

mechanism is different from those operating in other ma t erials such as 

woven fabrics, metals, cerami c s and plastics. The mechanism of felt defor

mation appear s to be highly dependent upon f iber-fiber friction, described 

as a " s t ick-slip" mechanism. 

The ultimat e l eve l of ballistic protection theoretically, or even 

practically, atta inable is difficult t o ascertain . A systemat i c variation 

o f each of the important parameters s eparate l y which affect the ballistic 

resistant performance of needle-punched felt s is not possib l e experimental

l y at the present t ime . For example, it would be difficult t o ob t ain 

experimental samples within a given class of polymers hav ing systematically 

varied molecular weights for an i nvestigation of s truc ture- propert y rela

tionships. It would also be a formidable venture t o ob t ain these same 

materia ls, convert them into fibers, make them into felts, and measure 

the ir ballistic pe r formance t o r e late the paramet ers of molecular weight 



and ballistic performance. As a result of this kind of difficulty, 
compromises were made between that which is desirable theoretically and 
that which is possible from a practical standpoint. 

Despite experimental difficulties associated with the systematic study 
of needle- punched felts, efforts of ~he past 10 years have resulted in a 
wealth of information that has not been condensed and correlated. The 
purpose of this report is to digest and analyze the existing state of the 
art of needle-punched felts for ballistic applications and to predict and 
project the foreseeable future for this interesting class of materials. 

This review is organized, so far as possible, to isolate the numerous 
parameters which individually orin combination could affect the ballistic 
performance of felt materials . From this analysis, many gaps in knowledge 
become apparent which illustrate the difficulties associated with the 
preparation of "the ideal felt . '' 

Finally, the reader would hope for a standard test method, ballistic 
or mechanical, which would allow one to rate the felt materials in a 
definitive manner. Factors such as missile shape, spin and size can 
affect variations in ballistic response for different materials . This is a 
field of active study in military laboratories, but this information is not 
available for public dissemination at the present time . Most available 
information concerns tests with the 17- grain, .22 caliber fragment simulator, 
and the results of such tests will be used throughout this report as a 
measure of the comparative effectiveness of various felts . 
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2. Discussion 

Most of the information available on felts is concerned with 
natural felts, felts which have incorporated a binder, or felts which 
have been heavi ly needle-punched. The important variable parameters 
associated with the preparation of needle- punched synthetic felts, 
especially as they might be related to ballistic resistance, have not 
been reported. 

In this review, the influence of applicable fundamental fiber and 
fabrication parameters on ballistic resistant performance is examined. 
Each factor is treated separately so far as possible. This method makes 
it possible to isolate critical ~actors which need future work. It is 
also a useful method for a discussion and correlation of present and 
past felt studies. The factors to be considered in this review are tabu
lated (Table I) in two separate listings, one of the basic fibers, the 
other of fabrication parameters. 

TABLE I 

FIBER AND FABRICATION PARAMETERS 

Fiber Fabrication 

1. Molecular Type 1. Type of Needling 

2. Molecular Weight 2. Density of Needling 

3. Tenacity 3. Angle of Needling 

4. Molecular Weight Distribution 4. Crimped vs Uncrimped 

5. Crystallinity 5. Length of Fibers 

6. Draw Ratio 6. Thickness of Felt or 
Density of Felt 

7. Elongation 
7. Angle of Ply 

8. Work-to-Break 

9. Fiber Surface 

10. Fiber Denier 
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a. Fiber Parameters 

(1) Molecular Type. The first report of the effects of 
variation in molecular type was published by Laible and Supnik(l) in 
1964. A portion of this work is shown in Table II. The results indi
cate that the ballistic resistance of polyamide- type fibers is superior 
to that of the other fibers studied.(ltnother polymer type, polypropylene, 
also appears 'vorthy of consideration . Dz}Pite the introductory nature 
of this work, additional studies by Ehlers{ and Keith(3J confirmed these 
findings in hundreds of carefully conducted tests. The types studied in
cluded acrylic, modacrylic, polyester, cellulose acetate, rayon, polyvinyl 
alcohol, polypropylene, and polyamide fibers. The same conclusion was 
reached, namely, that polyamide fibers performed best and that polypropylene 
was an interesting second choice. 

No attempt was made ~n35he first study(l) ahd little effort was expended 
in the next two studies(' to optimize the ballistic resistant performance 
of each fiber type. It is probable that by appropriate application of the 
other principles to be discussed, the performance of some of the fibers 
studied could be improved so that they would be competitive with the poly
amides. At the present time, however, it would appear that the inherent 
nature of the polyamide structure makes it the most desirable from a 
structural point of view, at least of these structures evaluated to date. 
In specialized applications, such as the preparation of felts which were 
buoyant vests as well as g~)tective, the use of treated fine denier acrylic 
fibers has been advocated( ; however, it has been the experience of the 
authors that these buoyant vests are never ballistically equivalent to the 
polyamide felts. The second place listing of polypropylene may be con
firmed by the fact that a combination of polypropylene felt, foam and nylon 
fabric has appeared as a Navy flotation vest with ballistic protective 
qualities(5), 

It is interesting to note that naturallx QCCurring polypeptides have 
been shown to have extremely high strengths~6 J. Although sufficient spider 
silk has not been available for the preparation of a felt, work on individ
ual spider silk filaments shows several points of interest. Extremely high 
strengths are found, especially in filaments from the Nephila Clavipes 
species. The stress-strain curves for spider silk filaments exhibit quite 
different behavior than that characteristic of the usual high strength 
synthetics. The stress-strain curve in Figure 1, for example, illustrates 
not only high strength and high elongation, but a differently shaped stress
strain curve, indicating that a different mechanism is operating in these 
materials which conceivably could lead to felts with improved energy
absorbing abilities. One does not necessarily conclude that spider silk 
should be incorporated in felts, but rather, that it is an interesting 
model material, showing that synthetic polypeptide fibers might have promise. 

4 



TABLE II 

FIBER BATTS VERSUS BALLISTIC PROPERTIES 

Areal Density Ballistic Limit 
(of tested sample) (Velocit y) ft/sec 

M.aterial oz/ft2 il7-grain simulator) 

Acrylic-1 (1 layer) 3.4 634 

Modacrylic . (1 layer) 3.4 695 

Polyethylene (1 layer) 3.4 553 

Polypropylene (1 layer) 3.4 898 

V1 Nylon (1 layer, 0.11-in. thick) 2.2 798 

Nylon (2 layer, 0.22-in. thick) 4.4 1050 

Nylon (3 layer, 0.33-in. thick) 6.6 1139 

Nylon (1 layer, 0.60-in. thick) 6.3 1070 

Nylon (commercial felt, 1 layer, 6.3 914 
0.50-in. thick) 



(2) Molecular Weight. The molecular weight of commerc i ally 

available polyamide fibers has increased from about 10,000 20 years ago 
to 21,000 today, the latter figure representing the high-strength tire 
cord presently available. The eff_ect of molecular weight variations upon 
the ultimate ballistic resistance of felts and fabrics is closely related 
to another parameter, tenacity . As the molecular weight of po l yamide 
fibers increased throughout the years, so did the strength. 

It should be noted that beyond a certain level of molecular weight, 
increasing increments of molecular weight wil l yield progressively de
creasing increments of strength and/or ballistic resistant advantage . 
In fact, beyond some limit of molecular weight, entanglements will hinder 
the spinning and subsequent drawing operations and a poorer product wil l 
result . The problem i s to determine this endpoint and to reduce the 
molecular we ight until the optimum is achieved. 

(3) Tenacity . Tenacity is strength related t o a linear density, 
when the linear density is unity on the basis' of a weight of one gram for 
9,000 meters in length of fiber. Relating strength to a linear density 
rather than to cross-section makes it possible to compare different fibrous 
materials on a we ight basis . Since the importance of decreasing the weight 
load on the combat soldier is paramount, this basis proves to be both 
realistic and practical. 

The i mportance of tenacity in the ballistic resistance of needle
punche~2Jelts was noted early in the mathematical mode l obtained by 
Ehlers • This empirical equation: 

V = log e4t (1) 

gave toughness, Wi, the same importance as areal density, Ad . Toughness 
is proportional t o tenacity multiplied by elongation. The V in Equation 
(1) is the v50 , velocity in feet per second1 and t is the thickness in 
inches . v50 is defined as the ve locity at which 50 per cent of the mis
siles of a given geometry and weight will penetrate the target. It is 
calculated by averaging 10 shots in a velocity range of 125 ft/sec, five 
of which penetrate and five of which do not. The v50 , reported were all 
obtained using a 17-grain (1.1 gm in the metric system~, .22 caliber 
fragment simulat or with ogive shaped geometry . 

The toughness index, w., assumed a triangular stress-strain curve 
l. 

of PE/2 with P = tenacity and E = strain at break. The agreement of 
this equation with actual performance was quite good with regression 
existing under the "t" test at 95 per cent probability. It is interest
ing to note that a different l east square regression line formula exists 
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for each fiber type, again confirming the importance of the first fiber 
parameter discussed. In Figure 2, the importance of tenacity is shown 
for both fabric and felt prepared from polypropylene fibers. 

(4) Molecular Weight Distribution. The discussion of molecular 
weight distribution has been purposely separated from that of molecular 
weight, for although molecular weight is related to tenacity, the molecular 
weight distribution may be more readily related to the rheological proper
ties of the polymer. For example, one might properly expect the low molec 
ular weight fraction (tail) to respond more quickly to a deformation than 
the high molecular weight fraction. However, it is more likely that the 
presence of low molecular weight fractions leads to excessive crystallinity. 
It could be ·surmised that the narrowness of molecular weight distribution, 
at least in condensation polymers such as the polyamides, ·will lead to the 
best mechanical properties (high tenacity , h igh work to rupture). In any 
event, it is possible to alter the molecular weight distribution from the 
most probable state, where the weight average molecular weight is double 
the number average. The difficulty is in maintaining the polymer in a 
less probable state throughout the melting and spinning operations. 

(5) Crystallinity . In the past, poorly characterized fibers 
have been used to prepare felts and fabrics, which were changed at will 
with l i ttle divulgence of these changes being made. The U. S. Army Natick 
Laboratories is now in the process of obtaining fibers which will be 
characterized not only by stress- strain properties but also by X-ray dif
fraction, light and electron micros~opic techniques, and light scattering. 

The melt spinning, drawing and heat setting operations obviously 
influence the crystallite size, orientation and perfection, but the effect 
of subsequent crimping, needling and hot - pressing operations (for r eduction 
of the felt thickness) should not be overlooked. Samuels( 7) has furnished 
a good model in utilizing eight techniques to characterize polypropylene 
fibers thoroughly. These techniques include wide-angle X- ray diffraction, 
birefringence, density, sonic modulus, dark field microscopy, small angle 
light scattering, tensile modulus, and small angle X-ray diffraction. 

The use of nucleating agents to minimize the adverse effects of 
spherulite formation could be of benefit . Actually, the use of titanium 
dioxide as a delusterant . has a side effect of reducing crystallite size 
because of its nucleating effect. Thus, the obvious experiment of comparing 
the efficiency of p·olyamide fibers with and without delusterant is indicated. 

(6) Draw Ratio. Drawing a fiber orients the molecules, usually 
increasing the longitudinal strength and decreasing the lateral strength 
in a way favorable · to resist~pce to catastrophic crack propagation. High 
tenacity polyamide fibers used in tire cord have a draw ·ratio in the range 
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r. 

of 4 . 9- 5.2 . Increasing this draw ratio further can increase the 
strength and modulus to only a small degree, partly because the draw 
ratio used in industry is nearly the maximum attainable for high-speed 
production of the specific polymer used. This dra\v ratio is only at 
tained by using an 18-inch he ated "heel" plate. The method of obtaining 
fibers with properties superior to those currently available will combine 
the use of high draw ratio with increased molecular weight. 

The total orientation of a fiber actually results from the orientation 
introduced in the spinning operation as measured by the spin birefringence 
and from the additional orient ation introduced by the subsequent drawing 
operation. A study has been conducted on th~ influence of draw ratio 
upon the mechanical properties of nylon 66(8 J. The draw ratio was varied 
from 4. 7 to 5 . 5 in increments of 0.2. Tenacity increased f rom 6 . 8 to 9.0 
grams/denier as the draw ratio was increased .· The elongation to break 
dropped from 22 . 3 percent at: the lowest draw ratio to 1.5 . 6 percent at the 
highest l evel. 

No felts were prepared in this study so that expressing a direct 
relationship between draw ratio and t he ballistic properties of felts is 
not possible . The study is mentioned only to demonstrate the influence of 
draw ratio u~on other parameters discussed in this paper . 

(7) Elongation . The role that the e l ongation-to-break of the 
component fibers plays should be equivalent to that played by tenacity, 
according to the equation described in Section 2.a . (3). There are, however, 
some felt properties which negate any overemphasis upon the ultimate prop
erties of the component fibers . If a natura l felt of wool fibers with a 
high degree of compactness is broken in tension, considerable evidence of 
broken fibers is obtained. This is also true of felts containing a binder 
rather than depending upon needle-punching to maintain integrity. On the 
other hand, there is no evidence to indicate that fiber destruction is an 
important mechanism in felt breakage during ballist i c impact. Even the 
stress- strain curve for felt gives us some indication of a different 
mechanism operating (Figure 3) . The elongat ion to break for the felt is 
equal to or several times that of the component yarns . The mechanism is 
more likely a "stick- slip" variety rather than a stretching-t o- break type. 
The term "stick-slip " is used to describe the phenomenon in which the 
fibers are stretched until the resulting force is great enough t o overcome 
friction; the fiber slips and then sticks in a new position, and the entire 
process is repeated. 

The stress~strength curves for felts at different rates of elongation 
can be nearly superimposed, as contrasted with the strong time-dependency 
that would be exhibited by the component fibers (Figure 4) . 

10 
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(8) Work-to- Break. The work-to-break or "toughness" of a 
textile material is the area under the stress-strain curve under the 
conditions of test or interest. It is composed of the tenacity and 
elongation, which have been discussed previously. Work-to-break was 
the actual term used in the Ehlers formula, Equation (1). The obvious 
caution in considering this factor is that the fibers in a felt are not 
necessarily broken during ballistic impact. 

An additional factor to be considered in optimizing work-to-break 
is the index advanced by Rosenthal where the Jenacity multiplied by the 
square root of the elongation is a constant<9 . This would mean that 
increases in tenacity would be accompanied not onl y by decreases in 
elongat ion, but also by decreases in overall work-to-break. 

(9) Fiber Surface. The mechanical testing of felts and yarns 
has indicated that needle-punched felts deform by a frictional "stick- slip" 
mechanism. As a minimum, the interaction between the individual fibers 
plays a predominant role in determining the mechanical properties of needle
punched felts. One could logically hope to improve the performance of a 
felt by using a simple lubricant (silicone) or abrasive (colloidal silica) 
to adjust the fric tion to the optimum degree. One also could consider ap
ply ing a polymeric treatment to absorb the greates t quantity of energy 
possible during the impact. The absorption of energy during a ballistic 
impact is much more .dependent upon response time than are the usua l 
energy-absorbing demands ' posed by most commercial uses of materials. 

McLoughlin( lO) documented this problem quite wel l. Using data from 
Ferry(ll), it can be seen how the mechanicalloss (somewhat equivalent to 
the energy-absorbing ability) of methacryl ate pol~ners varies with strain 
rate and temperature. For example, poly n-hexylmethacrylate has a loss 
peak at 1,500 ,000 cycles/sec at 125°C but at 6 cycles/sec at room 
temperature. As the higher figure is more closely related to the strain 
rates of interest than the lower, it i s seen that this polymer exhibits 
its best behavior at too high a temperature. As the glass transition 
temperature of poly n-hexylmethacrylate is about -5°C, it appears that the 
high rate energy absorption, at least for this type of polymer, occurs at 
100°C above the g l ass transition and that the use of polymers with l ower 
transit ion points is indicated. 

Copolymers of 2-ethylhexyl acrylate and butyl methacrylate were 
prepared and solutions of these polymers used to treat felts. The felts 
were treated with add-ons of 2.5 and 5 percent and subjected to bal listic 
testing. The results are summarized in Table III. 

12 



TABLE III 

INFLUENCE OF POLYMERIC TREATMENT UPON 

BALLISTIC RESISTANCE OF THE STANDARD FELT 

(54 oz/sq yd 1/3 in. thick Nylon Felt) 

Copolymer Add-On(%) v50 (fps) No . 

50-50 2-ethylhexyl acrylate 5.0 800 T76-66 
and butyl methacrylate 

50-50 2-ethylhexyl acrylate 2.5 884 T562-66 
and butyl methacrylate 

30-70 2-ethylhexyl acrylate 5.0 900 Tl03-66 
and butyl methacrylate 

30-70 2-ethylhexyl acrylate 2.5 914 Tl02-66 
and butyl methacrylate 

Control - No Add-On 0.0 1059 TlOl-66 

All the treatments resulted in a decreased ballistic performance. The 

static stress-strain properties were a lso alt e r ed, in some ways 

benefic ially. 

The tests were conducted on one-inch wide strips utilizing a con-

stant rate of e l ongation of 12 in./min and a gage length of four inches . 

The results of these tests on a control felt and on treated felts are 

plotted in Figures 5 and 6. 

The only encouraging note was that the copolymer with the greater 

quantity of acrylate (lower glass transition t emperatur e) suffered the 

l esser ballistic impairment. If treatments of this type were t o have 

13 
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any potential, the next logical step would be to treat the felts with 

polymers possessing extremely low glass transition temperatures. A 

series of silicones with molecular weights from 5,000 to 150,000 was 

used for this purpose with the rationale that the silicones a ll have 

effective glass transitions in the region of interest (less than -100°C). 

The results of ballistic tests on these felts are given in Table IV. 

Identification 
No . 

1. 

2 

3 

4 

5 

6 

7 

8 

9 

Control 

TABLE IV 

BALLISTIC RESULTS OF FELTS TREATED 

WITH DIMETHYL SILICONE FLUIDS 

Viscosity of M.W. of 
Add-On(%) Silicone Silicone 

10 50 5,000 

10 264 12,000 

5 1,015 25,000 

10 1,015 25,000 

15 1,015 25,000 

10 10,270 57,000 

10 28,600 80,000 

10 100,000 100,000 

10 1,058,000 150,000 

0 

15 

v50 (fps) 

864 

877 

911 

888 

871 

746 

779 

8 11 

980 



In summary, treatments utilizing polymers with low, intermediate, 
and high molecular weights and/or glass transition points have not 
improved the properties of fe l ts. Any new ·approach to fiber surface 
should start with inspection of the polyamide fiber surface with t he 
Scanning El ectron Microscope in the original condition (Figure 7) and 
as altered by ballistic impact (Figure 8), and by use of surface treat
ments which can be chemically attached to the fibers in small amounts. 

(10) Fiber Denier. The influence of fiber denier upon bal
listic resistance is difficult to determine, both in felts and fabrics. 
From a practical standpoint, i t has been impossible in the past to obtain 
fibers differing in denier but possessing similar ult i mate mechanical 
properties as shown by the stress-strain curves. A specific attempt was 
made in the past to study the influence . of fiber denier upon the ba l
listic properties of fabrics using Nylon 6,6 of 3, 6 and 15 denier. 
Superior results were obtained with the six denier fiber, but differences 
in the mechanical properties of the different fibers made it i mpossib l e 
to isolate denier as a single measurab le parameter . 

In fe lts, work has beeri conducted to determine the optimum denier 
of acrylic fibers. These were extremely low density felts used for their 
buoyancy as well as their ballistic p roperties. Figure 9 shows the 
influence of denier of a modacrylic

4
$taple fiber upon the ballistic re

sistance of resultant felt batting( J. The use of small denier fibers 
would be indicated in this case. 

b. Fabrication Parameters 

(1) Type of Needling . A limited study of the effect of 

needle(I2~e upon ballistic resistant properties was recently con-
cluded • The results of this study are shown in Table V. 

TABLE V 

EFFECTS OF NEEDLE TYPES ON BALLISTIC FELTS 

Felt Style Needle T~ Areal Densit;t: V5o Normalized 
(oz/sq yd) (fps) 

48-04-1 TMW-3 6.56 1051 1037 

48-04-2 TMW-7 7.06 1126 1098 

48-07 Torrington 7.22 1088 1057 

48-08 TMW-5 6.60 1070 1062 
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FIGURE 7. SCANNING MICROGRAPH OF NYLON 66 FIBER (4114X) 
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FIGURE 8 . SCANNING MICROGRAPH OF NYLON 66 FIBER AFTER BALLISTIC IMPACT (420X) 
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The TMW needles are all special needles'>'• which di.ffer in efficiency, 

i.e . , fiber-carrying capacity. TMW3 has a throat depth of 0.002-inch 

and a pickup of 0.001-inch. TMWS has a throat depth of 0.004-inch and a 

pickup of 0.001-inch. TMW7 has a throat depth of 0.005-inch and a pickup 

of 0.002-inch. All the TMW needles have three close barbs, one per side. 

The major conclusion is that the type of needle used is not an 
important parameter. This is not to say that improper selection of 

needles could not result in inferior felts, but rather that variations 

in needle type by a manufacturer skilled in the art will produce little 

variation. 

(2) Density of Needling. By exam~n~ng the mechanical proper

ties of felts at slow speeds, high speeds and while under impact, several 

points are c larified . The first is that the process is dependent upon 

fiberJfiber interaction, rather than breakage, to a very large degree, 

and that anything that interferes with this interaction (treatments, 

binders, reinforcing fabrics)tends to lower the ba llistic resistance. 

Secondly, the slow speed of the reaction of the felt to i mpac t by a mis

sile can be determined by high-speed photographs (Figures 10 and 11). 

These figures show typical silhouette photographs of felt impacted with 

the 17-grain fragment simulator . These photographs are of the same mis

sile impact with a time separation of 77 microseconds. From such photo~ 

graphs, it is possible to determine the speed with which the material 

reacts to gross deformation to the impact. This d~formation can be 

designated as a "kink" wave velocity, ~<Thich is the north- south direction 

in the figures shown. 

In Figure 12, kink position versus time after impact has been plot

ted for numerous tests on nylon ballistic fabric and on nylon needle

punched felt. The above statement of the slowness of felt to react to 

the impact becomes apparent from Figure 12, especially as compared to 

the faster reaction time exhibited by the nylon fabric. Because of 
this fact, a felt ' s ability to absorb the energy of a missile (as 

compared, for examp l e, to that of a fabric) is strongly dependent upon 

the relatively high elongations attained even during ballistic impact . 

Finally, all previous work intended to investigate the inf luence 

of needling was in the range of many hundreds of penetrations per inch 

and, in fact, showed little effect of needling. Of all the parameters 

that could be selected (angle of needling, t ype of need l ing, angle of 

ply, fiber length) it may seem strange that the amount of needling was 

given primary emphasis. However, the importance of fiber mobility 
(fiber-fiber interaction) for effective performance made this direction 

~'•Made for Fiberwoven Corporation, Elkin, North Carolina by the 

Textile Machine Works, Reading, Pa. 
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FIGURE 10. FELT DEFORMATION INDUCED BY IMPACT 
WITH 17-GRAIN FRAGMENT SIMULATOR 

I I I I I 
FIGURE 11. FELT DEFORMATION 77 MICROSECONDS AFTER FIGURE 10 
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more logical. From these studies, it was concluded that previous work 
and most industrial applications and "know-how" had led to over-needling 
of a complete order of magnitude. A new study of needling started with 
only 277 penetrations per inch and added additional need1ings. The 
results of this study are illustrated in Figure 13. The materials desig
nated as A. (VEE 2011), 0. (VEE 2012), B. (VEE 2013), and C. (VEE 2014) 
were prepared as designated in the follm<1ing paragraphs (13): 

~ 
A Vt!"c 201~ 
0 I/£E ~()12 
8 - VeE ZtJI~ 
c - VeE lOitl 
CONTROI.-11£~ /"() 

FIGURE 13. Vso AS A FUNCTION OF AREAL DENSITY FOR FELTS 
WITH DIFFERENT DEGREES OF NEEDLING 
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(a) A - VEE 2011 

This needle-punched felt was prepared from 67 pe r 
cent,6-denier, 3-inch staple uncrimped nylon, and 33 per cent, 3-denier, 
2-1/2-inch staple crimped nylon. The 4-ounce batts resulting from the 
carding operation were needled (277 penetrations per square inch) and 
cross-lapped at about 20°. Four batts were needled together (277 pene
trations per square inch) to give a felt with a thickness of O.llO··to 
0.125-inch and a weight of 13.3 ounces per square yard. 

(b) 0 - VEE 2012 

This felt was produced by taking Felt VEE 2011, 
which had 277 needlings per square inch, and needling the opposite sur
face an additional 277 penetrations per square inch. The resulting 
weight was 11.8 oz/sq yd and the thickness equal to 1.090 to 0.095 inches. 
The 277 penetrations per inch used on the original 4-ounce/sq yd batts 
are generally ignored, since they are common to all the f elts, used only 
for furnishing integrity to them, and neither add nor detract from the 
ballistic performance. 

(c) B - VEE 2013 

VEE 2012 was given two additional need lings of 277 
penetrations per square inch -- one on each side. This fel t with a total 
of 1108 penetrations per square inch has a weight of 11.7 oz/sq yd and a 
thicknes s of 0.085 to 0.095-inches. 

(d) C - VEE 2014 

This felt was produced by doubling VEE 2012 and 
needling once on each side . The resulting felt had a weight of 25.4 
oz/sq yd and a thickness of 0 . 135 to 0.150-inches. 

From these studies it was concluded that the optimum needling fo{ 9 
ballistic purposes is the single needling of 277 penetra tions per inch ). 

The curve of ballistic resistance (as shown by Vso) versus areal 
density is of a different form for the lightly needled f e lt. The more 
heavily needled felts lose their advantage over other materials (i. e ., 
fabric, the regulation 1/3 inch felt) at much lower areal densities . 

A comparison between the lightly needled felt f or various numbers 
of layers, the regulation nylon fabric, and the heavy 50 oz/sq yd highly 
needled standard felt is given in Figure 14. 
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(3) Angle of Needling. Techniques are available which allow 
a felt to be needled at different angles . One would expect that great 
differences in felt properties would occur, depending upon the average 
direction of the fibers introduced by needling . A photomicrograph of 
a needled felt shows the influence of needling in forcing some fibers 
to assume the through thickness direction (Figure 15). 

The preliminary results of needling studies are shown in Table VI. 

These initial studies indicate that angle of needling is in fact 
a rather minor parameter compared to the previous factor, amount of 
needling. This conclusion applies whether crimped or unc rimped fibers 
are used. It should be emphasized that these studies are still in a 
preliminary stage and it is possible that it is not yet known how to 
obtain the greatest benefit ballistically from angle of needling. 

(4) Crimped versus Uncrimped Fibers. The use of crimped 
and uncrimped fibers in various proportions has been the subject of 
several studies. Results of the latest study are shown in Table VI. 

TABLE VI 

FELT, CRIMPED AND CRIMPED/UNCRIMPED 

Style Angle of Areal 
No. Description Needling Densit:t: V5o Normalized 

(Degrees) (oz/sq yd ) (fps) (fps) 

48- 10 Nylon, Crimped 12 5 . 33 1125 1142 

48-11 Nylon, Crimped 8 5.21 1124 1144 

48-12 Nylon, Crimped 20 5.35 1152 1168 

48-15 Nylon, Cr imped 0 5.13 1123 1145 

48-09 65/35 Uncrimped/ 0 4. 91 966 993 
Crimped Nylon 

48-13 65/35 Uncrimped/ 8 7.11 984 956 
Crimped Nylon 

48-14 65/35 Uncrimped/ 12 5.55 954 966 
Crimped Nylon 

48- 17 65/35 Uncrimped/ 20 6. 2 7 994 988 
Crimped Nylon 

'{· 'Normalized Range, Crimped Nylon 1142-1 168 

Normalized Range, 65/35 Uncrimped/Crimped 956-993 
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FIGURE 15. PHOTOMICROGRAPH OF ~EEDLE-PUNCHED FELT (lOOX) 
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An attempt was made to keep all factors except the use of crimped 
and uncrimped fibers constant. Angle of need ling was altered in some 
cases, but even here each sample has a counterpart with the same angle 
of needling and only the amount of uncrimped fiber changed. The conclu
sion to be drawn from these data is the superiority of the felts prepared 
from crimped fibers. The use of crimped and uncrimped fibers is still 
the subject of intense investigations, since unpublished work done at 
Natick Labs has shmm that careful laboratory preparation of a felt from 
100% uncrimped fiber can give ballistic results superior t o any of those 
shown in Table VI. This apparent anomaly is due to the three factors 
involved in comparing uncrimped and crimped fibers. The first of these 
factors is that uncrimped fiber generally has higher strength than the 
crimped fiber. The second factor is that uncrimped fiber has an oppor
tunity for greater fiber-to-fiber contact than the ~crimped fiber. The 
last factor concerns the extra entanglement which may occur with crimped 
fibers. 

(5) Length of Fibers. In general, ballistic resistance rises 
with the l ength of staple fiber used. The rise is rapid in the very 
early stages from one to four inches and very moderate thereafter. It 
is more and more difficult to process a felt as the length of f iber is 
increased beyond four inches; therefore, this area of very long fibers 
has not been suitably investigated . An infinite fiber length can also 
be produced by an entirely different, new method of processing , known 
only to a few industrial concerns. 

(6) Thickness of Felt. The thickness of the felt for a 
given weight is one of the most important parameters in determining its 
ballistic resis tance. In general, the thicker the fel t, the higher the 
ballistic resistance. For the clothing designer, the thinner the felt, 
the easier it is to incorporate into the clothing system. For this 
reason, the attempt is made to lower the thickness of the felt to a rea
sonable l evel with the least loss possible in ballistic performance. 
The worst way to lower the thickness is by needling. The best method 
is to press the felt at the l owes t temperature possible. Examples are 
given in Table VII. 
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TABLE VII 

EFFECT OF THICKNESS UPON THE BALLISTIC RESISTANCE 

OF NEEDLE-PUNCHED FELTS 

Sample t(indiv layer-in.) t (total- in.) Areal Densitl v50 (fps) 
(oz/sq ft) 

Felters Nylon 4/:5U .332 1.33 8.8 1491 

Felters Nylon #5Pl .155 .62 8.8 1388 

Felters Nylon 4/:5P2 
.133 .80 8.6 1209 

Felters 1.1 .520 .520 6.0 1118 

Felters 1.2 .330 .330 5.6 1069 

The results show that the first felt #5U lost over 100 fps when 
properly pressed from 0.332-inch to 0.155-inch and fired as a four-layer 
structure of 8.8 oz/sq ft. The third felt listed was pr epared from the same 
felt, 1/:5.U, but the pressing procedure so altered the structure that five 
layers were needed to obtain the same areal density. Needling could have 
been used to attain the decreased thickness, but the loss would have been 
even more severe as shown in Section 2.b. (2), Density of Needling . The last 
two f elts listed show the e ffect of press ing upon the ballistic resistance 
of a one-layer felt. The loss was quite moderate but the thickness change 
was a lso more moderate than in the previous example. 

( 7) Angle of Ply. The apex angle is the angle made by the web 
in the cross lapper as it is formed into a batting . The web is a very thin 
film of fibers (approximately one to four oz/sq yd) leaving the card or 
Garnet machine. This apex angle is usually about 28° in all or 14° as meas
ured from the perpendicular. Small changes in the apex angle apparently 
cause very little change in the ultimate ballistic propert ies of the felt. 

c. Dynamics of Felt Impact 

The dynamic properties of needle-punched felts have been investi
ga t ed in some depth. One method used tensile testing of felt strips at 
different rates of straining. Rates of 30%/min and 300%/min were attainable 
using an Instron tester, and a pneumatic type t ester was used to obtain a 
straining r ate of 300,000%/minute. The results of these tests have been 
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discussed briefly and shown previously (Figure 4). The important 
feature is the almost complete lack of time dependence exhibited. This 
was one of the pieces of evidence which led to the concept of a "stick
slip" mechanism rather than the usual fiber breakage mechanism charac
teristic of fabrics. 

Additional evidence for this mechanism from the same study was 
given by the characteristic elongation of the felt (80 to 100 per cent), 
or four or five times that expected from extension of the fibers alone. 

A second method of studying the dynamic properties of felt involved 
the use of a high-speed compression penetration test. This test utilized 
a penetration probe with a point shaped like the 17- grain fragment simu
lator used for ballistic evaluation and a test speed of 10,000 inches per 
minute<1). The test results for various felts correlated quite well with 
the missile energies calculated from the v50 results (Figure 16). 
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The th'ird method used to investigate the dynamic properties of 
felt involved the actual impact of the felt with a missile fragment. 
High-speed photography was used to follow the interaction (Figure 17). 

FIGURE 17. SEQUENCE PHOTOGRAPHS OF MISSILE-FELT INTERACTION 
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The 17-grain fragment simulator move s from right to left with each 
frame, stopping the action 77 microseconds after the frame directly 
above it. The Dynafax high-speed camera was actually capable of speeds 
equivalent to 38 microseconds/frame, but only alternate frames are shown 
in this strip(l4). 

Because a silhouette method was used, there is a tacit assumption 
that the deformation is homogeneous within the cone and that the velocity 
of all the felt material within the cone is the same. Based upon this 
assumption, information concerning the amount of material in the cone 
and its velocity can be obtained . The results of such studies for both 
felt and nylon ballistic fabric at the same impact velocity (500 fps) 
are described in Figure 18. Figure 18, obtained by a simple kinetic 
energy calculation, shows that the fabric picks up kinetic energy from 
the missile much faster than the felt. (This was one of the facts le~15) 
ing to the development of a lightly needled felt with more mobility . ) 
The data from the high-speed photographs of the missile-felt interaction 
can be reduced to give projectile displacement information (Figure 19). 
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These data can, in turn, be differentiated graphically to yield 
a velocity- time plot (Figure 20). A second derivative gives a 
deceleration-time profile which is simply converted into a force- time 
plot (Figure 21). 
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Another method was available for determining the response speed 
of a material like felt, using the Henry Morgan KLH Sound Velocity 
Measuring Device. The results of some of the studies conducted are 
shown in Figure 22 . 
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FIGURE 22. VELOCITY OF SOUND IN NYLON FELT 
AS A FUNCTION OF ORIENTATION 
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The conclusions most easily obtained from Figure 22 are as fol
lows: (1) Considering the method of manufacture, the felt is r~ther 
isotropici (2) Stretching the felt in the machine direction increaseq the 
sound velocity in that direction, as would be expected; and (3) the 
velocities are rather low: 0 . 5 x 105 em/sec or 1500 f ps as contrasted 
with a velocity of 8500 fps expected for the component fibers. 

Most of the preceding studies w·ere deficient in assuming homogeneous 
deformation within the cone of deformation . To determine displacement-
time data for many points on the felt specimen simultaneously, it was 
necessary to utilize a new technique entitled "The Spark Gap Technique. 11 <16) 
In this method, the points are located and defined as spark gaps on the rear 
of the felt specimen to be impacted . These spark gaps are obtained by sew
ing fine wires into the felt at 1/2- inch intervals (Figure 23). The wire 
between the spark gaps is not taut to protect the experiments from adverse 
interactions during impact. During the impact by a . 22 caliber fragment 
from a Hornet rifle, the felt specimen was held in a four-inch diameter 
circular opening . A switch was placed in the path of the missile (on the 
front of the felt surface) to trigger the electrical pulse from the pulse 
generator . Thus, a 10,000-volt pulse traveled to the back of the felt 
via the wire to the spark gaps. These pulses were of 2 microseconds dura
tion and occurred 86 microseconds apart. Pinpoints of light at the spark 
gaps defined the location of each station every 86 microseconds . These 
pinpoints of light exposed a film and produced results typically like those 
shown in Figure 24. The data were then plotted to show the position-time 
relationship during the impact event for the stations on the rear surface 
of the felt . The following conclusions can be realized f rom this work: 

(1) The felt is deformed in different amounts within the cone 
dependent upon the distance from the impact. 

(2) Force- time curves can be obtained by double differentiation 
of the position-time data. This information could be valuable f or pre
dicting the dynamic properties of the felts and for improving the felt 
system. The difficulty is the large error inherent in double 
differentiation. 
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FIGURE 23. ATTACHMENT OF SPARK GAP WIRE TO 
REAR SURFACE OF NYLON FELT SAMPLE 
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FIGURE 24 . PROFILE OF FELT DEFORMATION BY "SPARK GAP" TECHNIQUE 
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d. Predictive Equations 

Based upon a combination of momentum conservation and an 

assumption of an empirical relationship V = V0 e-KT
3
/2, a predictive 

equation was developed by Ipson and Wittrock (l
6

) of the fo llowing f orm: 

R (2) 

where: v - velocity of projectile at time t 

Vo = initia l impact velocity of the proj ectile at time zero(fps) 

vP = projectile ve loci t y at any time, t ( f ps) 

w = radial transverse wave ve locity relative to the r 

c oord inate (fps) = Ct - u 

Ct = radial transverse wave velocity relat ive to stationary 

fe l t mat erial (fps) 

~ = radial ve l oc ity of felt material imparted by 

longitudinal wave (fps) 

r = r adius measured from the axis of the project ile 

(inches and feet) 

t = time after initial contact of projectil e and felt 

ma terial (seconds ) 

mp = projectile mass (slugs ) 

p = mass density of felt material (lb - sec 2 /£t4 ) 

R = radius of . 22 caliber fragment s imulating projectile (.0183 

T = thickness of the felt material (inches) 
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In addition to the assumption inherent in positing the exponential 

empirical relationship between the projectile velocity at any time and 

the impact velocity, there is also an assumption that the material 

velocity decays according to the expression suggested by Rinehart : 

= 

Using this equation, prediction of experimental velocity - time 

data is quite accurate when the impact velocity is half of the v50 or 

less. 

The empirical relation 

::: 

3/ 
v/ e-Kt 2 

0 

(3) 

(4) 

requires knowledge of the term K in terms of materia l properties . To gain 

this knowledge requires additional assumptions connect ing V and V · the 
p zr' 

projectile velocity and the material veloc ity, respectively, are 

necessary. 

Equation (2) accurately predicts the resul ts when the impact 
velocity is well below the ballistic limit value . However, as the impact 
velocity approaches the ballistic limit value, the discrepancy between 
the prediction of empirical equations and experiments increases sharply. 
The reason for this is that K was assumed to be a constant dependent 
only on the parameters of the material. The fact that K may not be 
constant as the impact velocity approaches the ballistic limit value may 
well be the reason why the theoretical and experimental data do not agree 
at this stated limit. This, therefore, leaves the task of establishing 
the relationship betlveen material parameters and ballistic properties in 
the region where the impact velocity approaches the ballistic limit value . 

The main failure of the model at higher impact velocities may have 
been due to the felt materials becoming predominantly visco-plas.tic at 
the higher stresses and strain rates associated with the higher impact 
velocities. In any event, it is obvious from many experimental 
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observations that the behavior of felt cannot be approximated by any 
simple stress- strain relationship. In addit ion, the degradation of the 
transverse motion as a function of radius probably is not a s imple 
function of geometry. The absorption of plastic ene rgy probably pertu r bs 
this degradation considerab l y. Future work in this area would have to 
be based initially upon a two- dimensional sys tem using narrow strips of 
felt . The t hree dimensional case is too l arge a step forward from the 
yarn analysis conducted by Fenstermaker, Smith, Shiefer, et a l . at the 
National Bureau of Standards (17) (18) . 

3. Conclusions 

As indic at ed in the Introduction, one of the main goa l s of this 
report was to assess the importance of isolatab le parameters in ballistic 
resistant felts. The following sections at t empt to summarize this so 
far as it is possible. 

a. Fiber Parameters 

(1) Molecular Type. At the present time, experimental evidence 
f avors the polyamide type fibers over a ll other fibe r t ypes. 

(2) Molecular Weight. In general , inc r eases in mol ecular we ight 
improve ballistic performance . Present l y avai l ab l e commer cial materials 
are produced at molecul ar weights of up t o 21,000. It can be anticipated 
t hat molecu lar weights even higher than the curr ent 21 ,000 f i gure will 
result in slight l y improved ba l listic performance. Reduced molecular 
we ights generally lead to reduced tenacity and thus to poorer ballistic 
performance. 

(3) Tenacity . Increased fiber t enaci ty generally leads to 
increased ballistic performance in either f e lt or fabrics. 

(4) Molecul ar Weight Distribution. Little knmvledge is availab l e 
concerning the influence of the molecular \veight distribution upon the 
ba llistic performance of the fibe r in felt or fabric form. There is 
cons iderable potential for improvement of fiber properties by a ltering 
distribution of molecul ar we i ght since narrowness of distribution is thought 
to give improved properties to fibers (e.g., higher tenaci t y) . With con
densation-type pol ymers such as the polyamides , i nherent difficulties 
in conducting such a study result from the tendency of the po l yme r system 
to revert to the most probable . state (where the weight average is double 
the number average molecular weight) . 
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(5) Crystallini-ty. The importance of the crystallinity 
parameters of fibers relative to ballistic performance has not been 
studied. It is expected that relatively significant improvements may be 
realized as more knowledge is gained of the size, perfection and orienta
tion of crystalline components in fibrous polymers . 

(6) Draw Ratio . Draw ratio currently appears to be more or less 
maximized (for specific molecular weights of high performance textile 
materials) in regard to longitudinal strength. Further increases in draw 
ratio can only be attained by use of higher molecular weight polymers. 
Higher molecular weights, however, may be difficult to maintain during 
the transformation from polymer to fiber, and it is problematical whether 
increased draw ratios will be assured due to complexities such as molecular 
entanglement . 

(7) Elongation . No correlation is presently available between 
fiber elongation and the resulting ballis tic performance of a felt . It 
can be predicted, based upon very limited experience, that minimum 
elongation-to-break is more important to the ballistic performance of a 
felt than to that of a fabric . Most studies,by necessity,have been 
restricted to fibers having elongations of 20 percent. For example , at
tempts to prepare felts from low elongation fibers such as glass, poly
ester, and polyvinyl alcohol have resulted in poor ballistic performance 
compared to polyamide fibers. 

(8) Work-to-Break. There is only very l imited correlation of 
work-to-break of component fibers with the ballistic performance of the 
resulting felts. A series of fibers of the same family and different 
work- to- rupture values has yet to be adequate l y evaluated . 

(9) Fiber Surface . Finishes used on polyamide felts generally 
diminish ballistic performance. Silicones, colloidal silica and polymeric 
treatments have produced felts with diminished ballistic performance even 
in cases where the mechanical properties of the felts (e . g . , strength) 
were improved. It is thus concluded that polyamide fibers used in bal~ 

listie felts have frictional characteristics very near -the optimum and 
extreme care will be necessary to produce even marginal improvements 
in ballistics by finishing techniques. Other fiber types may require 
a finish to realize their ballistic potential because of less than 
optimal surface characteristics. The use of blends of fibers with dif
fe rent surface characteristics, for example, may offer the possibility 
of significant improvements in ballistic performance. The greatest 
potential should be offered by the new industrial procedures for modify
ing fiber surfaces by chemical modifiers and/or radiation. · 
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(10) Fiber Denier . Past work , specifically on acrylic fibe rs 
used i n low density fe lts, has s hown that ballist ic performance is favored 
by low denier fibers. In the case of polyamide fibers, appropriate deniers 
have not been avai lable for a corresponding study, and~ therefore', cor r e la
tion of denier t o ballistic performance has not been investigated. 

b. Fabrication 

(1) Type of Needling. The t ype of needle is not a primary factor 
in the improved ballistic performance of a felt . 

(2) Density of Needling. Low density need ling ·favors improved 
ballistic performance . 

(3) Angle of Needl i ng . Angle of needling has been found t o 
play an unimportant ro l e in the r esult i ng ballistic performance of a 
needle- punched fe lt. 

(4) Crimping of Fibers . Anomalous data exist concerning the 
effect of crimping upon the ballistic performance of a felt. The pres
ence of some c rimped fiber is necessary to facilitate production of the 
felt . Studies have been initiated to dete rmine not onl y the i nfluence 
of crimped and uncrimped fibers upon the performance of a felt, but also 
the role played by the amplitude and frequency of the crimp introduced. 

(5) Length of Fibers. In the range from 1/2 inch to 2-1/2 
inches the ballistic performance of a felt i s directly dependent upon 
fiber length . Additional increments in fiber length do not significantl y 
improve ballistic per formance. 

(6) Thickness of Felt . The ba llistic per fo rmance of a felt, all 
other factors being equa l, is directly proportional to its thickness . The 
usual press i ng operation conducted to attain a thickness of fe lt amenable 
to tailoring results i n reduced ballistic per formance. 

(7) Angle of Ply . The angle of ply plays a very minor role 
in the resul t ing ballistic performance of a felt . 

43 



4 . Acknowledgments 

The authors wish to acknowledge the contributions of Mr. Elliott 
Snell and Mr~ HyiD~h shfa~@r of the Clothing and Personal Life Support 
Equipment Laboratory, u . . s. Army Natick Laboratories, who performed much 
of the felt work reported. Portions of the work were done on contract, 
Mr. Rodney Recht and Mr. Thomas Ipson conducted important parts of the 
dynamic analysis at the University of Denver, while Mr. Robert Keith of 
the Felters Corporation, Millbury, Massachusetts, Mr . Paul Angelo of 
Lowell Technological Institute, Lowell, Massachusetts, and Mr . Edgar Rust, 
of the James Hunter Machine Company, North Adams, Massachusetts, prepared 
felts under laboratory and plant conditions which were instrumental in 
acquiring the information outlined. 

44 



5. References 

1. Laible, R. and R. Supnik, "High Speed Testing as a Measure of 
the Resistance to Penetration of Needle- Punched Felts, " J Appl 
Polymer Sci~' 283- 295 (1964). 

2 . Ehlers, R. W. and P.. J . Angelo, "Detennination ef the Mechanics 
of Projectile Penetration of Non-Woven Structures," Final Report 
under Contract DA-19-129- QM- 1935 (OI 6037- 62)(1964). 

3. Keith, R. C., "Ballistic Resistance of Needle- Punched Nylon 
Felts," Technical Report 66- 34- CM, U. S. Army Natick Laboratories, 
Natick , Massachusetts (May 1966) . 

4. Mellon Institute, ~Ballistic Protective Buoyant Materials,'' 
Department of the Navy, Contract No. Nl40(138)68879B; Quarterly 
Reports 1-4 (November 1959 - January 1961). 

5 . -Private Communication on 20 August 1969 with Mr. L. Kupferman, 
Naval Supply System Command, Navy Clothing and Textile Research 
Unit, Natick Laboratories, Natick, Mass . 

6. 

7. 

8. 

9 . 

10. 

11. 

12. 

Zemlin, J . C. , "A Study of the Mechanical Behavior of Spider 
Silk," Technical Report 69-29-CM, U. S. Anny Natick Laboratories, 
Natick, Massachusetts (September 1968). 

Samuels, R. J., "Quantitative Characterization of Deformation in 
Polypropylene Fibers," J Polymer Sci Part A26, 2021-2041 (1968). 

Snell, E. and D. Cromer, "The Influence of Draw Ratio Upon the 
Mechanical Properties of Nylon 66 Yarn" (in print 1969). 

1 
Rosenthal, A. J . , "TE-2, An Index for Relating Fiber Tenacity and 
Elongation," paper presented at the Symposium on Polypropylene 
Fibers, Binningham, Alabama (17- 18 September 1964). 

McLoughlin, J. R., (General Electric Company), private 
communication to authors (18 May 1965). 

Ferry, J . D., Viscoelastic Properties of Polymers, p. 250 , 
Wiley Publishing Company, New York (1961). 

Fiberwoven Corporation, "Felting Needle Study," Contract 
DAAG- 17- 68-C-0042, U. S. Anny Natick Laboratories, Natick, 
Massachusetts (1968). 

45 



5. References (continued) 

13. Laible, R. and M. Johnson, "Ballistic Evaluation of Nylon Felt 
as Influenced by Needling," Material Examination Report No. 8334, 
Clothing and Organic Materials Laboratory, U. S. Army Natick 
Laboratories, Natick, Mass . (February 196 7). 

14. Laible, R., "High Speed Penetration of Non-Woven Fabric, 11 paper 
presented at the U. S. Army Science Conference, West Point, 
New York (17-19 June 1964). 

15. Snell, E. , "Relationship between Fiber Cohesive Forces and the 
Ballistic Resistance of Needle-Punched Ny l on Felts, " unpublished 
M. S. Thesis, Lowell Technological Institute (1968). 

1.6. Ipson, T. W. and E. P. Wittrock , (Denver Resear ch Institute)., 
"Response of Non-Woven Synthetic Fiber Textile to Ballistic 
Impact, 11 Technical Report 67-8- CM, U. S. Army Natick Laboratories, 
Natick, Massachusetts (July 1.966). 

17. ' Fenstermaker, C. A. and J. C. Smith (National Bureau of Standards, 
Washington, D. C.), "Stress-Strain Properties of Text ile Yarns 
Subjected to Rifle Bullet Impact, 11 Appl Polymer Symposia 5, 
125-146 (1965) . ---

18. Lyons, W. J., Impact Phenomena in Textiles, M. I. T. Press, 
Cambridge, Massachuset t s (1963). 

46 



DISTRIBUTION LIST 

Copies 

1 Office, Director of Defense Research & Engineering, ATTN : 
Asst Director/Materials, The Pentagon, Washington, D.C. 20310 

1 Director, Advanced Research Projects Agency, Department of 
Defense, Washington, D. C. 20310 

1 Direc tor, IDA/Weapons System Evaluation Group, Room 1E875 , 
The Pentagon, Washington, D. C. 20310 

1 Commanding General, U. S. Army Materiel Command, ATTN: 
AMCRD-RC-M, Washington, D. C. 20315 

1 Commanding General, U. S. Army Materiel Command, ATTN: 
AMCRD-DM, Washington, D. C 20315 

1 Commanding General, U.S. Army Materiel Command, ATTN: 
AMCRD_-DM-A, Washington, D. c. 20315 

1 Commanding General, U. s. Army Materiel Command, ATTN: 
AMCRD-RP, Washington, D. C. 20315 

1 Commanding General, U. S. Army Materiel Command, ATTN: 
AMCRD-DF-S, Mr. E. Proudman, Washington, D. C. 203 15 

1 Commanding General, U. S. Army Materiel Command, Science 
and Technology Division, ATTN: AMCRD-TC, Mr . Joseph Rivkin, 
Washington, D. C. 20315 

1 Commanding General, U. S. Army Aviation & Surface Materiel 
Command, ATTN: TCMAC-EPP, 12th & Spruce Streets , 
St. Louis, Missouri 63166 

1 Commanding General, U. S. Continental Army Command, ATTN: 
Aviation Section, Fort Monroe, Virginia 23351 

1 Commanding General, U. S. Army Combat Developments Command, 
· ATTN: CPCMR, Fort Belvoir, Virginia 22060 

1 Commanding General, U. S. Army Combat Deve l opments Command, 
ATTN: CDCRE, Fort Belvoir, Virginia 22060 

2 Commanding Officer, U. S. Army Mobility Equipment R&D Center 
ATTN: Technical Document Center, Bldg 315, Vault, 
Fort Belvoir, Virginia 22060 



DISTRIBUTION LIST(Continued) 

1 

1 

1 

1 

2 

1 

1 

1 

1 

1 

1 

1 

1 

1 

1 

Commanding General, U. S. Army Combat Deve l opments Command, 
Combined Arms Group, Fort Leavenworth, Kansas 66027 

Commanding General, U. S. Army Missile Command, ATTN: AMSMI-R, 
Redstone Arsenal, Alabama 35809 

Commanding General, U. S. Army Tank-Automotive Center, ATTN: 
H. Spiro, Warren, Michigan 48090 

Commanding General, U. S. Army Weapons Command, ATTN: AMSWE-RDR, 
Rock I sland, Illinois 61201 

Commanding Officer, Army Research Office, Office, Chief of 
Research & Development, ATTN: Phys ical Sciences Division, 
3045 Columbia Pike, Arlingt on, Virginia 22210 

Commanding Officer, Army Research Office (Durham), Box CM, 
Duke Station, Durham, North Carolina 27706 

Commanding Officer, Development & Proof Services, ATTN: 
STEAP-DS-TU, w. Pless, Aberdeen Proving Ground, Maryland 21005 

Commanding Officer, Frankford Arsenal, ATTN: SMUFA-1320, 
H. Markus, Philadelphia, Pennsylvania 19137 

Commanding Officer , Limited War Lab oratories, ATTN: J, L. Baer, 
Aberdeen Proving Ground, Maryland 21005 

Commanding Off i cer , Picatinny Arsenal, ATTN: W. J . Powers, 
Dover, New Jersey 07801 

Commanding Officer, U. s. Army Ballistic Research Laborato·ries, 
ATTN: AMXBR, H. Kostiak, Aberdeen Proving Ground, Maryland 21005 

Commanding Officer, U. s. Army Combat Developments Command., 
Combat Service Support Group, Fort Lee, Virginia 23801 

Commanding Officer, U. S. Army Combat Developments Command, 
Air Defense Agency, Fort Bliss, Texas 79906 

Commanding Officer, U. S. Army Combat Developments Command, 
Aviation Agency, Fort Rucker, Alabama 36362 

Commanding Officer, U. S. Army Combat Developments Command, 
Transportation Agency, Fort Eustis, Virginia 23604 



DISTRIBUTION LIST (Continued) 

1 

1 

1 

1 

1 

1 

1 

1 

1 

1 

1 

1 

1 

1 

5 

1 

1 

Commanding Officer, U. S. Army Materials and Mechanics Research 
Center, ATTN: P. V. Riffin, Watertown , Mass. 02172 

Commanding Officer, u. S. Army Materials and Me chanics Research 
Center, ATTN: G. A. Darcy, Jr ., Watertown, Mass. 02172 

Commanding Officer, U. S. Army Materials and Mechanics Research 
Center, ATTN: AMXMR-AT, Watertown, Mass. 02172 

Commanding Officer, U. S. Army Aviation Materiel Laboratories, 
ATTN: F. P. McCourt, Fort Eustis, Virginia 23604 

President, u. s . Army Aviation Board, Fort Rucker, Al abama 36362 

Pres ident, U.S. Anny Infantry Board, Fort Benning, Georgia 31905 

Chief, Bureau of Naval Weapons, ATTN: ill'lM0- 5, Department of 
the Navy, Washington, D.C. 20390 

Chief, Bureau of Nava l Weapons, ATTN : RAAV-5, Department of 
the Navy, Washington , D. C. 20390 

Commander, Naval Air Development Center, ATTN: WR-4 , Johnsville, 
Pennsylvania 19112 

Commander, Naval Ordnance Laboratory, White Oak, Si l ver Spring, 
Maryland 20910 

Commander, U. S. Naval Ordnance Test Station, China Lake, 
California 93557 

Commander, Naval Research Laboratory, A1TN: W. J. Ferguson, 
Anacostia Station, Washington, D. C. 20390 

Commanding Officer, U. S. Naval Weapons Laboratory, Dahlgren, 
Virginia 22448 

Commandant, U. S. Marine Corps (A03H), Washington, D.C. 20380 

Commander, Aeronaut ical Systems Divis ion, ATTN: ASRCEE, 
Wright -Patterson Air Force Base, Ohio 45433 

Detachment No. 4, ASD(ASQW), Eglin Air Force Base , Florida 32542 

SAWC (ICAG), Eglin Air Force Base , Florida 32542 



DISTRIBUTION LIST (Continued) 

1 

1 

1 

1 

1 

1 

1 

National Aeronautics & Space Administration, ATTN: R. V. Rhode, 
Washington, D. C. 20546 

National Aeronautics & Space Administration, ATTN: G. C. Deutsch, 
Washington, D. C. 20546 

National Aeronautics & Space Administration, ATTN: B. G. 
Achhammer, washington, D. C. 20546 

George C. Marshall Space Flight Center, ATTN: Dr. w. R. Lucas, 
M- S&M- M, Huntsvi lle, Alabama 35812 

George C. Marshall Space Flight Center, ATTN: W. A. Wilson, 
M-F&AE-M, Bldg 4720, Huntsville, Alabama 35812 

Commanding Officer, Air Force Materials Laboratory (MAAE), 
ATTN: R. E. Wittman, Wright-Patterson Air Force Base, Ohio 45433 

Commanding Officer, U. S. Army Chemical Research & Development 
Laboratories, ATTN: SMUEA- CR-ME, Mr. George M. Stewart, 
Edgewood Arsenal, Maryland 21010 

INTERNAL DISTRIBUTION 

23 Advance Requirements & Information Office, NLABS 
(For Files and Transmittal to DDC) 

2 Technical Library, NLABS 

3 Military Liaison Representative, NLABS 

5 Technical Editor, CPLSEL, NLABS 

1 Officer-in-Charge, U. S. Navy Clothing & Textile Research Unit 



Unclassified 
Se ri c1 ·r· cu ty &881 1ca t on 

DOCUMENT CONTROL DATA - R & D 
(Security ctaul/lcatlon ol title, body ol a b e tra ct a nd lndaxln~ annotation mus t ba ente re d wh en th" o ver11tl report Ia ela.,lfle dJ 

1. ORIGINATING AC T IVITY (Cotpota te IIUthor) 2a, R E POR T SE CURITY C L ASSI F ICATION 

u. s. Army Natick Laboratories Unclassified 

Natick, Massachusetts 2b, GROU P 

3 . REPOR T TITLE 

A Review of The Development of Ballistic Needle- Punched Felt 

4 . DESCRIPTIV E NOT ES (Typ e ol report and lncluelve datee) 

Summary Report, 1961- 1969 
II· A UTHO R CS I (Fit1t na me, middle Initia l, laat na me) 

Roy C. Laible and Ma lcolm C. Henry 

II· REPOR T DATE 7a, T OTAL NO. OF P A G ES rb, NO. ~; R E F S 

October 1969 46 
Ga. CONTRACT OR GRAN T NO, Da, ORIGINATOR'S R EPORT NUM'BERIS I 

b, PROJECT NO . 1T062105A32 9- 02 70- 32- CE (TS- 16 7) 

"· lib. OTH E R REPORT NO l SI (Any other n -.be,. llu! t - be -•lllfled 
thl• ,.port) 

d . 

10. OC ST RCBUTION S T A T EMENT 

This document has been approved for public release and sale; its distribution 
is unlimited. 

11. SU P P LEME NTARY NOTES 12 . S PONSORING MILITARY ACTIVI T Y 

u. s. Army Natick Laboratories 
Natick, Massachusetts 

13. A BSTRACT 

As part of the continuing effort to improve ballistic materials for personnel 
armor, the fiber and fabrication parameters, dynamics of felt impact, and predictive 
equations attempting to connect ballistic resistance to known measurable parameters 
were reviewed for needle- punched felts. The ballistic resistance of needle-punched 
felts at low areal densities has been found to be superior to that of any other 
known material . On the other hand, at increased areal densities and against higher 
velocity missiles, other materials become competitive. 

The extent to which needle- punched felts maintain their superiority to other 
materials at moderate areal densities is dependent upon certain fiber and fabrication 
properties . The highest tenacity polyamide fibers are currently the best available 
materia l. In the case of fabrication, a relatively low degree of needling furnishes 
the best ballistic properties. In general, the thicker the felt that can be 
tolerated (at the same weight and areal density), the better the ballistic r esistance 
In addition, it is apparent that the level of ballistic protection varies depending 
upon the method of attaining the desired thickness. 

The need is shown for additional work to determine the effect of fiber 
properties such as fiber denier, molecular weight, molecular weight distribution, 
and elongation upon the ballistic properties of the resulting f elts. This work, 
turn, will depend upon the availability of model 
can be studied 

DD .'!-: •• 14 73 

independently. 

lt·~LAC•s DO " 01tM la78, I .IAN Ia, WHIC H IS 
o •soL •T• .. O it A ltMY U l • • 

fibers in which these parameters 

' 
Unclassified 

sec:urity Cla .. tncation 

in 



Unclassified 
Security Classification 

14. L. I NK A I,.INK B L.INK C 
K EV WOROS 

ROL.E WT ROL.E WT ROL.E WT 

Parameters 8 8 8 

Fiber Composites 9 6 

Fibers 9 6 

Fabrication 9 6 

Felts 9 6,9 9 

Needle punched 0 0 0 

Impact strength 8,9 7 7 

Ballistic resistance 8,9 7 7 

Predictive equations 8 8 

Density (mass/volume) 6 

Thickness 6 

Velocity 6 

Missiles 6 

Unc lassified 
Security Class ification 


